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Supplementary Figure 1. (A) The prepared nanosomes observed by field emission gun electron microscopy revealed a sphere bilayer structure and homogeneously distributed around 50 nm, (B) which was consistent with the data of size distribution obtained from dynamic light scattering analysis.
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