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Figure S1 Cytotoxicities of AgNPs, PNPs and AsNPs in normal HMEC-1 cells.

Notes: HMEC-1 cells were incubated with different concentrations of AgNPs, PNPs or AsNPs for 24 h, and the cell viability was evaluated by MTT assay. Data are shown as the mean ± SD (n = 3).
Abbreviations: AgNPs, silver nanoparticles; PNPs, PEGylated silver nanoparticles; AsNPs, PEG- and As1411-functionalized silver nanoparticles; HMEC-1, human microvascular endothelial cells; h, hours; MTT, 3-[4,5-dimethylthiazol-2-yl]-2,5-diphenyltetrazolium bromide; SD, standard deviation; n, number.
[image: image2.jpg]Amounts of Ag

per cell (pg)

1.6 -

0.8 -

o~ AgNPs
= PNPs
—+ AsNPs

Time (h)

| | |
12 24 48




Figure S2 Cellular uptake of AgNPs, PNPs and AsNPs by C6 glioma cells.

Notes: C6 cells were incubated with fresh medium containing 30 μg/mL AgNPs, PNPs or AsNPs for different time periods, and the cellular uptake of AgNPs, PNPs and AsNPs was quantified by ICP-MS.
Abbreviations: AgNPs, silver nanoparticles; PNPs, PEGylated silver nanoparticles; AsNPs, PEG- and As1411-functionalized silver nanoparticles; μg, microgram; mL, milliliter; ICP-MS, inductively coupled plasma mass spectrometry.
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Figure S3 Cellular uptake of AsNPs.

Notes: C6 glioma cells and normal HMEC-1 cells were incubated with fresh medium containing 30 μg/mL AsNPs for 12 h, and the cellular uptake of AsNPs was quantified by ICP-MS. Data are shown as the mean ± SD (n = 3)
Abbreviations: AsNPs, PEG- and As1411-functionalized silver nanoparticles; HMEC-1, human microvascular endothelial cells; μg, microgram; mL, milliliter; h, hours; ICP-MS, inductively coupled plasma mass spectrometry; SD, standard deviation; n, number.
