[bookmark: _GoBack]Supplementary Figure 1.  Expression of integrin heterodimers.  hMSC expression of integrin heterodimers grown on tissue culture polystyrene (Top) and low oxygen form of graphene (Bottom) by flow cytometry. Human MSCs were stained with the indicated primary antibodies followed by fluorescently conjugated secondary antibodies and then analyzed for expression by flow cytometry. Colored open histograms represent reactivity with the indicated antibodies; black open histograms indicate isotype matched controls for each antibody.
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