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Figure S1. 1 H NMR Spectra of (A) PEG, (B) PEG-CDI, (C) PEG-NH2 and PEG-FA. All carried out with 600 μL of D2O.



Figure S2. FTIR spectra of PEG, PEG-CDI, PEG-NH2 and PEG-FA. All samples were run in KBr pellet.



Figure S3. FTIR spectra of GO, GO-RhodB, GO-PEGFA-RhodB and GO-PEGFA-IcG. All samples were run in KBr pellet and performed at the same concentration.


Figure S4. Hydrodynamic diameter obtained from DLS measurements.
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