Supplementary material
Promotion of surgical masks antimicrobial activity by disinfection and impregnation with disinfectant silver nanoparticles
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Figure. S1. Low magnified HR-TEM micrographs of AgNPs.
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Figure S2. WCA behavior of the experimental surgical masks. A) High resolution images illustrating the droplet behavior on the materials. B) WCA after 10 s of droplet deposition. n.s., no significant differences.
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