Table S1. Clinical characteristics and blood biochemistry of the patients.

	
	HS
	DS1
	DS2

	Age, years
	55
	40
	60

	Gender
	Male
	Female
	Female

	Hypoglycemic drugs
(metformin/glibenclamide)
	―
	yes
	yes

	SBP, mmHg
	140
	130
	110

	DBP, mmHg
	80
	80
	70

	Glucose, mmol/L
	5.3
	7.94
	7.44

	TC, mmol/L
	3.49
	5.42
	5.36

	TG, mmol/L
	2.07
	2.07
	1.92


Abbreviations: SBP, systolic blood pressure; DBP, diastolic blood pressure; TC, total cholesterol; TG, triglycerides.
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Figure S1. WCA of the Ti6Al4V control alloy and NTs. The * shows significant differences. 
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Fig. S2. Numbers and length of filopodia from attached MC3T3E-1 cells on the NTs after 4 and 24h of incubation under the experimental serums. The * shows significant differences. 
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Fig. S3. FE-SEM crystal characterization of the mineralized osteoblasts after 21 days of osteogenic induction under the experimental serums. Magnification is 5,000 X.







Information Classification: General

image1.tiff
- )

.

I

. B .
. . s
. s

.

.

.

I




image2.tiff
l190/epodojid 4o JaquinN

X I
c » ®
2
® D, by
b [=] [=]
=
o - . -
£ ] ]
(e
° ° @
= 2 2
2 o] < Ll o~ -~ o m % % mv.. m o
1199/e1podojid jo saquinN  (wrl) elpodojy jo ybus
X I
n 7]
c
i)
ey o N
© a a
Q2
3
c 8 8
o
o » »
o o
h [TH [TH
© wn <~ (32] N ~ o o o o o
© ~ o

(wrl) epodoyy jo yybua





image3.tiff




