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Figure S1. Mechanical performance of the pure PLA and the PLA/nano β-TCP scaffolds. (A) State of the two scaffold groups before and after compression. (B) Compressive strength and modulus of the two scaffold groups. PLA, polylactic acid; β-TCP, β-tricalcium phosphate.
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